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CUSTOMER NAME: XIAMEN KSENG METAL TECH. CO, LTD

ADDRESS: 6&11F, HUIXIN WEALTH CENTRE, NO. 891, FANGHU NORTH 2ND 

RD., HULI DIST., XIAMEN, FUJIAN, CHINA.

Sample Name : PLUG AND PLAY SOLAR BRACKET

Manufacturer : XIAMEN KSENG NEW ENERGY CO, LTD

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

***********
Date of Receipt : 2024-07-25

Testing Period : 2024-07-25 ~ 2024-07-30

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co.,Ltd. Xiamen Branch.

Spike Tang
Authorized signatory
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1. Neutral Salt Spray Test (NSS)

Test Method: ISO 9227:2022 & Client’s requirement

Test Conditions:

Arrangement of test specimens: supported between 15°~25° from the vertical direction 

Concentration of solution collected: (50±5)g/L NaCl

Chamber temperature: (35±2)℃

Volume of salt solution collected: (1.0~2.0) ml/(80cm2·h)

pH of collected solution at (25±2)℃: 6.5~7.2

Exposure period: 72h

Treatment of specimens after test: allow them to dry for 0.5h to 1h before rinsing, clean them in 

running water (≤40℃), then dry immediately.

Test result:

Sample No. Defects description Appearance rating/ RA Protection rating/ RP

1# No defects 10 10

2# White rust 9 9

3# No defects 10 10

4# No defects 10 10

5# The paint film comes off 9 10

6# The paint film comes off 8 10

7# The paint film comes off 7 10

8# The paint film comes off 8 10

9# Discoloration is visible 0 10

10# No defects 10 10

11# Discoloration is visible 0 10
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Note: Appearance rating/protection rating refers to ISO 10289:1999(R2016), as follows:
Area of defects, A (%) Rating

0(No defects) 10
0＜A≤0.1 9

0.1＜A≤0.25 8
0.25＜A≤0.5 7
0.5＜A≤1.0 6
1.0＜A≤2.5 5
2.5＜A≤5.0 4
5.0＜A≤10 3
10＜A≤25 2
25＜A≤50 1

50＜A 0

Test Photo:

Sample 1# before test Sample 1# after test
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Sample 2# before test Sample 2# after test

Sample 2# after test(Local)



TEST REPORT
No.   : XMIN2407001859ML01_EN
Date : 2024-07-30
Page: 5 of  10

Sample 3# before test Sample 3# after test

Reference sample    Sample 4# after test Reference sample    Sample 5# after test 
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Sample 5# after test(Local)

Reference sample    Sample 6# after test Sample 6# after test(Local)
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Sample 6# after test(Local)

Reference sample    Sample 7# after test Sample 7# after test(Local)
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Reference sample    Sample 8# after test Sample 8# after test(Local)

Sample 8# after test(Local)
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Sample 9# before test Sample 9# after test

Sample 9# after test(Local) Reference sample    Sample 10# after test
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Reference sample    Sample 11# after test Sample 11# after test
********End of report********


